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In thermal modification timber acquires a darker attractive shade of color, which is
uniform throughout the boards. Desired shade of colour is obtained by choosing the
right  treatment level.

  

Different types of wood darken to a different extent during the process depending their natural
properties. Thermally modified wood is beautiful material also for interior applications, such as
for material of floors and walls. Thanks to the visually attractive appearance thermally modified
wood is also alternative for naturally dark-colored timber species.
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